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BONDAR-CLEGG
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Geochemical
Lab Report

| REFERENCE INFO: 0-135

CLIENT: BROHM MINING CORP.
PROJECT: R89-612

SUBMITTED BY: J. BARRON
DATE PRINTED: 2-NOV-89

NUMBER OF
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 A Gold Fire Rssay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 27 2 -150 27 fAssay Prep e7
REMARKS® Final results are veported.

REPORT COPIES TO: MR. JIM BARRON
MR. JIM BARRON

INVOICE TO: MR. JIM BARRON
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SAMPLE ELEMENT fu
NUMBER UNITS  OPT
D2 R89-612-0-5 (0.002
D2 R89-612-5-10 (0.002
D2 R89-612-10-15 (0. 002
D2 R89-612-15-20 {0,002
D2 R89-612-20-25 {0,002
D2 R89-612-25-30 (0,002
D2 R89-612-30-35 (0.002
D2 R89-612-35-40 {0.002
D2 R89-612-40-45 (0,002
D2 R89-612-45-50 {0,002
D2 R89-612-50-55 (0,002
D2 R89-612-55-60 (0.002
D2 R89-612-60-65 0.002
D2 R89-612-65-70 (0,002
’ D2 R89-612-70-75 (0.002
D2 R89-612-75-80 {0.002
D2 R89-612-80-85 (0.002
D2 R89-612-85-90 {0.002
D2 R89-612-90-95 (0,002
D2 R89-612-95-100 (0.002
D2 R89-612-100-105 (0.002
D2 R89-612-105-110 {0,002
; D2 R89-612-110-115 (0,002
| D2 R89-612-115-120 {0.002
| D2 R89-612-120-125 (0,002
D2 R89-612-125-130 {0.002
D2 R89-612-130-135 (0,002
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Geochemical
Lab Report

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-32328.4 ( COMPLETE )

| | REFERENCE INFO: 135-210

CLIENT: BROHM MINING CORP.
PROJECT: R89-612

SUBNITTED BY: J. BARRON
DATE PRINTED: 26-0CT-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES ~ DETECTION LIMIT EXTRACTION METHOD
1 fu Gold 15 0.002 OPT Fire Assay
SAMPLE TYPES NUNBER SIZE FRACTIONS NUMBER SANPLE PREPARATIONS NUMBER
D DRILL CORE 15 2 -1 15 fAssay Prep 135

Excessive Wetness 191

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON
FMR. JIM BARRON

INVOICE TO: WR. JIM BARROM
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SAMPLE ELEMENT Au {

i o __wi | .02 NIM MHORSE
1

D2 R89-612-135-140 {0.002 .

D2 R89-612-140-145 (0.002

D2 R89-612-145-150 {0,002

D2 R89-612-150-133 (0.002

D2 R89-612-135-160 {0,002

D2 R83-612-160-165 (0.002

D2 R89-612-165-170 €0.002

D2 R83-612-170-175 (0,002

D2 R89-612-175-180 (0.002

D2 R89-612-180-185 €0.002

D2 R89-612-185-190 (0.002

D2 R89-612-190-195 (0.002

D2 R89-612-195-200 (0.002

D2 R89-612-200-205 {0.002

D2 R89-612-205-210 {0.002
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